
BONDED ASPHALTIC CONCRETE PAVEMENT  NJSP-15-11 (8/20/2014)
1.0  Description.  This work shall consist of the placement a Polymer Modified Emulsion Membrane prior to a bituminous overlay of hot asphaltic concrete pavement.  The Polymer Modified Emulsion Membrane shall be spray applied immediately prior to the application of the hot asphaltic concrete pavement so as to produce a homogeneous surface in accordance with Secs 401, 402, or 403.  

2.0  Materials.  The Polymer Modified Emulsion Membrane shall be in accordance with Sec 1015.20.6.2.
3.0  Construction Requirements.  The asphaltic concrete pavement shall be placed in accordance with Secs 401, 402, or 403, except as modified herein.

3.1  Equipment.  No wheel, track or other part of the paving machine or any hauling equipment shall come in contact with the Polymer Modified Emulsion Membrane before the asphaltic concrete pavement mixture is applied.
3.2  Application of Polymer Modified Emulsion Membrane.  

3.2.1  The Polymer Modified Emulsion Membrane shall be sprayed at a temperature of 120 - 180°.  The sprayer shall accurately and continuously monitor the application rate and provide a uniform coverage across the entire width to be overlaid. The target application rate of the asphalt emulsion membrane shall be 0.20 gallons per square yard. The Engineer may make adjustments to the application rate based upon the existing pavement surface conditions and the recommendations of the Polymer Modified Emulsion Membrane supplier; however, the application rate shall be within +/- 0.07 gallon per square yard of the target application rate.
3.2.2  The application rate of the Polymer Modified Emulsion Membrane shall be verified by dividing the volume (of Polymer Modified Emulsion Membrane used) by the area of paving for that day. 
3.2.3  No water shall be added to the Polymer Modified Emulsion Membrane.

4.0  Method of Measurement.  Measurement of the Polymer Modified Emulsion Membrane shall be based on the volume in gallons in accordance with Sec 1015.
5.0  Basis of Payment.  The accepted quantity of Polymer Modified Emulsion Membrane shall be paid for at the contract unit price 4079912 – Misc. Polymer Modified Emulsion Membrane per gallons.  
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