PAVEMENT MARKING ON SEAL COAT  NJSP-15-19 (8/1/2014)

Delete Sec 620.2.4.1 and substitute the following:

[bookmark: _GoBack]620.2.4.1  The initial retroreflectivity of the paint pavement markings shall be 150 millicandelas/m2/lux or greater. Retroreflectivity inspection for acceptance will be performed by the engineer based on a night time visual inspection. If the retroreflectivity appears to be insufficient, the engineer will use either a mobile or hand held 30-meter geometry retroreflectometer to determine acceptance.  MoDOT Test Method TM 80 will be used for hand held measurements.
1
