(Use of this JSP should have prior approval from Construction and Materials Division) 
POLYMER MODIFIED ASPHALT EMULSION - TACK COAT  NJSP-15-20 (8/23/2013)  
1.0  Description.  A polymer modified asphalt emulsion shall be required for the tack coat material used on this project and shall be applied at the same rate as stated on the typical sections or as directed by the engineer.

2.0  Material.  Bituminous material for polymer modified asphalt emulsion shall be in accordance with Sec 1015.
