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1.0  Description.  This work shall consist of furnishing and installing a permanent aggregate edge treatment along the edge of shoulder or pavement as shown on the plans or as directed by the engineer.

2.0  Construction Requirements.  Aggregate shall be simultaneously deposited and spread on the sub-grade and shall not be deposited on the pavement or shoulder and bladed into place.  Aggregate material shall be shaped according to the typical section and compacted until there is no visible evidence of further consolidation.

***** DELETE SEC 2.1 IF FOG SEAL IS NOT REQUIRED. ******

2.1  Bituminous fog seal shall be applied to sections of the edge treatment shown in the plans or designated by the engineer.  Bituminous fog seal will be paid for separately. 

3.0  Material Requirements.  Material used for the aggregate edge treatment shall be Type 1 Aggregate in accordance with Sec 1007 or an allowable substitute approved by the engineer.

4.0  Measurement by Weight. Measurement of the aggregate edge treatment material shall be per ton and in accordance with Sec 310.5.3.

5.0  Basis of Payment.  The accepted quantities of aggregate edge treatment will be paid for at the contract unit price for 304-99.10, Permanent Aggregate Edge Treatment, per ton and will be full compensation for all labor, equipment and material to complete the described work.
